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How does this work? Sunlight degrades raw wood. It

breaks the lignon that bonds the wood fibers together leav-
ing a surface that is unsound for 2 tight paint film bond.
‘The photo below shows how this affects the long-term
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integrity of the paint film. Each column of siding shown
has been primed with the same oil-based primer and the
same latex topeoat. Furthermore, they were coated 20
years ago within four months of each other. The one that

20 Years Later

was preprimed still looks great today. The other was
allowed to weather for 16 weeks before the primer was
applied. Note that as litle as one week of pre-weathering
can make the difference.

Other testing at the FPL over the years has led to the

notion that the perfect coating system for exterior-use

wood is one coat of preprimed oil-based primer and twa
scrylic latex topeoats cither machine.finished or hand
applied. My own experience in the lumber and coutings
industry has taught me tht the natural beauty o real wood
can be enjoyed by anyone willing to maintain their siding
as ofien as they might their roof

The altemative siding choices are not “no” maintenance
and all have some form of wear-out feature. Therefore, if
you want low mainienance as well as the ook and charm
of real wood, the only product that has those benefi
real wood.
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Visit us at: www.GoPrimTECH.com or call: (800) 458-5775

